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Sample ID :                    SPC PARKE 

 

   TEST METHOD SPECIMEN RESULT 

* 

Resilient, laminate and textile floor coverings — 
Measurement of dynamic coefficient of friction 

on dry floor surfaces 

BS EN 
13893:2002 

SPC PARKE μ  ≥  30 DS 
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