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MUAYENE VE DENEY RAPORU
TEST REPORT

Deneyi Talep Eden/Firma: AKGUN YAPI VE ZEMiN KAPLAMALARI SAN. VE DIS"TI(.I. LTD. STI. AS.
(Adi, Adresi, Sehir vb.) OMERLI MAHALLESI ILGAZ SOK NO.7/1 ARNAVUTKOY/ISTANBUL
Requesting/Customer (Name, Adress, City etc.)

Deney Talep Tarih/ No: 18.03.2025 / 2025-69042
Order Date/No.

Numunenin Tanim : 2025-096390, 95/ 5.000 MECHANICALLY LOCKED, MULTI-LAYER MODULE

(Cins, Marka, Swnif, Tip, Tiir, Model vb.) FLOOR COVERINGS (MMF) USED IN FLOATING FLOOR, AREA SPC FLOOR,

Sample Description (Type,Mark,Class,Model etc.) UNIDRORP, -, 95/ 5.000 MECHANICALLY LOCKED, MULTI-LAYER MODULE
FLOOR COVERINGS (MMF) USED IN FLOATING FLOOR 4 mm - 0.30 mm.,

1.00, paket
Numune Kabul Tarihi : 09.04.2025
Sample Receipt Date
Deneylerin Yapildig1 Tarih : 07.07.2025/ 07.07.2025
Date of Test
Uygulanan Standart Metot : TS EN ISO 4918/KOLTUK TEKERLEGI ETKISI TAYINI
Applied Sandard/Method
Raporun Sayfa Sayisi : 2
Number of pages of the report
Deney Sonucu : -
Test Result

Aciklamalar :
Remarks

Yukarida tanimlanan numune icin laboratuvarimizda yapilan muayene ve deneylerden elde edilen sonuclar miiteakip sayfalarda verilmistir.
The testing and /or measurement results are given on the following pages which are part of this report.

B ] Tarih Deney Sorumlusu Kontrol Eden Onaylayan
' t Date Person in charge of test Reviewer Approved by
7 07.07.2025 IBRAHIM ILKHAN AHMET ONDER ELIR1 ARZU KOSAR
Bu rapor, hazirlayan laboratuvarin yazih izni olmadan kismen kopy p ¢og imzasiz ve karekodsuz raporlar gegersizdir. Bu rapor, miisteri tarafindan laboratuvara ulastirilan numuneler iizerinde yapilan deney sonuglarini igermekte olup,

“Uriin Belgesi” yerine gegmez.
This test report shall not be reproduced other than in full except with the written permission of the laboratory. Test reports without signature and seal are not valid. This report contains the test results performed on the samples delivered to the laboratory by the
customer and does not replace the "Product Certificate".
Bu dokiiman elektronik ortamda imzalanmistir. /This document has been signed with e-signature.
Dogrulama adresi: https://basvur u.tse.or g.tr/uye/QRK odDogr ulama?code=79CBEB
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TSE DENEY VE KALIBRASYON MERKEZi BASKANLIGI YAPI MALZEMELERi LABORATUVARI
@ HEADSHIP OF TSE TEST and CALIBRATION CENTER CONSTRUCTION MATERIALS LABORATORY Tt
07-25
MUAYENE - DENEY SONUCLARI TEST RESULTS

Standard No. Test Method Name Obtained Values

TS EN 16511/ JULY No layer disturbance to the

2023 Table 2- Resilient,textile and laminate floor coverings - | surface, no delamination of the
Castor chair test surface layer, cracks or
disruptions for 25000 Cycle
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